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(A) Subgrade / GSB / WMM

e OMC-MDD, PL-LL, CBR cdl? 2% $:ARald.

e GSB (150-200 mm) Aal WMM (250 mm) H(2 QollRed] 222 AdusRs wle % Sles
Aot/ 51 gletell 1ol

 Sand replacement/core density (2l 98% MDD Ylicl 3.

(B) DBM Qd&

e Thickness : 65—75 mm

¢ Binder content 2 4.5%

e Aggregate: 20 mm + 10 mm + 6 mm + dust
e Tack coat: 0.20—0.30 kg/sgm

e Laying temp 2 120°C

e Rolling temp = 100°C




(C) BC Add

e Thickness: 40—50 mm

o Binder content 2 5.4%

e Tack coat: 0.20-0.30 kg/sqm

Asphalt painting (VG-30) @ 0.5 kg/sgm + YUl + PTR Last Compaction

(D) WalR AlB2 SOP

e SS-1 UIHE2 0.7-1.0 kg/sqm (DBM UGl 24 SCUS).
o AU USLS — AR SYAR €2

e Prime/Tack o] plate-load test $3d.

o Utility register: MH/CP/10R + A% lHIH 2818,

e Sensor paver ad laying + [AsaAx des As.

» Camber: 2.5-3%

¢ Vibratory roller — PTR — Final finish

e Completion CILE core test gAR2AUl .

(E) PQC/RCC 2US

« PQC: 300 mm, M-40
e DLC: 150 mm

e GSB: 150 mm

e Subgrade: 500 mm

e Sensor paver + dowel/tie bars as per design.

(F) White Topping

e 100—200 mm (thin) / 2200 mm (conventional)
e High-strength fibre concrete where applicable
¢ Joint spacing 0.6—1.25 m

¢ Suitable where asphalt 275 mm after milling.

(G) Mastic Asphalt




e Thickness: 25 mm

e Laying temp: 200°C

e Softening point: 80—85°C
e Anti-skid kapachi $2(2ldl.

(H) Plastic Waste Bituminous Road

e Plastic: 40—90 micron, shredded 2.36—4.75 mm
e Added @ 8% of bitumen weight

e Only possible in drum-mix plant.
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Temperature register (Plant—Paver—Rolling)
Prime/Tack coat testing register

Material challans register

Trip register (weight/time)

Utility register

Gradation test register

Binder extraction test

Marshall stability test

Core density test

o

. Level & camber register
11. Geotagged photo/video record

12. Site engineer—contractor sign-off register

(B) Wsuwl 2818 opuiadlatatiadl gwal dtellR ofell aweusl.

3) DLP (Defect Liability Period) - §§§ H{HA
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